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2.  SOLICITATION, OFFER, AND AWARD, Standard Form 1442:  In Block 13A, change the 
date for receipt of proposals from “8/22/02” to “8/27/02”. 
 
3.    SPECIFICATIONS:  Delete the following listed pages and substitute the pages 
attached hereto.  On the revised pages, for convenience, changes are emphasized 
by the amendment number in parentheses before and after changes from the previous 
issue.  All portions of the revised (or new) pages shall apply whether or not 
changes have been indicated. 
 

Delete Page  Insert Page 
 
Volume 1 of 3 
 
 Proposal Schedule, Page 3  Proposal Schedule, Page 3 
 Section 00110, Page 20 and  Section 00110, Page 20 and 
   21 of 159    21 of 159 
 01010-1  01010-1 
 01010-3 thru 01010-7  01010-3 thru 01010-7 
 01010-9  01010-9 
 01010-11  01010-11 
 01010-13  01010-13 
 01010-19  01010-19 
 01010-40 thru 01010-41  01010-40 thru 01010-41 
 01010-44  01010-44 
 
Volume 3 of 3 
 
 Appendix Index  Appendix Index 
 Appendix G, 13280-7  Appendix G, 13280-7 
 Appendix G, 13280-20  Appendix G, 13280-20 
 Appendix G, 13280-25  Appendix G, 13280-25 
 Appendix G, 13280-27  Appendix G, 13280-27 
 Appendix G, 13280-31  Appendix G, 13280-31 
 Appendix G, 13280-35  Appendix G, 13280-35 
     ---  Appendix O (New Appendix) 
     ---  Appendix P (New Appendix) 
 
3.  DRAWING CHANGES:  The following drawings have been revised and the sequence 
number changed to indicate such revision:  2.1 and new drawing 3. 
 
5.  DRAWINGS PROVIDED FOR INFORMATION ONLY:  G-1, G-4 and Topography Map. 
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 1 @ 2.5'

SAMPLE LOCATION:            Silty Sand - (SM)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

1/2" 100
3/8" 100
No. 4 100
No. 10 99
No. 40 93
No. 80 62
No. 200 48.3

Moisture Content (%): 13.2

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 1 @ 5'

SAMPLE LOCATION:            Silty Clay - (CL)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit 30
Plasticity Index: 16

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

No. 10 100
No. 40 98
No. 80 65
No. 200 55.0

Moisture Content (%): 14

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 1 @ 7.5'

SAMPLE LOCATION:            Silty Clay - (ML)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

3/8" 100
No. 4 99
No. 10 98
No. 40 97
No. 80 93
No. 200 74.3

Moisture Content (%): 20.5

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 1 @ 10'

SAMPLE LOCATION:            Slightly Silty Sand - poorly graded (SM-SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

3/8" 100
No. 4 99
No. 10 96
No. 40 74
No. 80 17
No. 200 6.3

Moisture Content (%): 4.4

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 2 @ 2.5'

SAMPLE LOCATION:            Silty Sand - (SM)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

3/8" 100
No. 4 100
No. 10 100
No. 40 94
No. 80 57
No. 200 31.1

Moisture Content (%): 13.9

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 2 @ 5'

SAMPLE LOCATION:            Sand - poorly graded (SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

1/2" 100
3/8" 100
No. 4 100
No. 10 99
No. 40 26
No. 80 6
No. 200 3.4

Moisture Content (%): 3

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 2 @ 7.5'

SAMPLE LOCATION:            Sand - poorly graded (SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

3/4" 100
1/2" 91
3/8" 89
No. 4 86
No. 10 82
No. 40 47
No. 80 10
No. 200 3.7

Moisture Content (%): 3.2

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 2 @ 10'

SAMPLE LOCATION:            Slightly Silty Sand - poorly graded (SM-SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

3/4" 100
1/2" 100
3/8" 100
No. 4 97
No. 10 92
No. 40 67
No. 80 12
No. 200 5.6

Moisture Content (%): 2.7

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 2 @ 12.5'

SAMPLE LOCATION:            Sand - poorly graded (SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

3/4" 100
1/2" 99
3/8" 99
No. 4 91
No. 10 81
No. 40 28
No. 80 4
No. 200 2.0

Moisture Content (%): 3

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 2 @ 15'

SAMPLE LOCATION:            Clayey Sand - (SC)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit 27
Plasticity Index: 13

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

3/4" 100
1/2" 100
3/8" 99
No. 4 94
No. 10 83
No. 40 43
No. 80 24
No. 200 16.4

Moisture Content (%): 7.9

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 2 @ 17.5'

SAMPLE LOCATION:            Slightly Silty Sand - poorly graded (SM-SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

3/4" 100
1/2" 100
3/8" 100
No. 4 97
No. 10 92
No. 40 55
No. 80 17
No. 200 8.5

Moisture Content (%): 7.5

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 2 @ 20'

SAMPLE LOCATION:            Sand - poorly graded (SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

3/4" 100
1/2" 99
3/8" 99
No. 4 97
No. 10 92
No. 40 46
No. 80 7
No. 200 3.1

Moisture Content (%): 4.2

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 2 @ 22.5'

SAMPLE LOCATION:            Sand - poorly graded (SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

3/4" 100
1/2" 100
3/8" 99
No. 4 98
No. 10 94
No. 40 57
No. 80 6
No. 200 2.8

Moisture Content (%): 4.4

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 2 @ 25'

SAMPLE LOCATION:            Sand - poorly graded (SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

3/4" 100
1/2" 99
3/8" 99
No. 4 98
No. 10 95
No. 40 45
No. 80 81
No. 200 3.4

Moisture Content (%): 6.2

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 3 @ 2.5'

SAMPLE LOCATION:            Silty Sand - (SM)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

3/4" 100
1/2" 100
3/8" 100
No. 4 99
No. 10 96
No. 40 86
No. 80 18
No. 200 28.6

Moisture Content (%): 10.2

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 3 @ 5'

SAMPLE LOCATION:            Sand - poorly graded (SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

3/4" 100
1/2" 99
3/8" 99
No. 4 97
No. 10 91
No. 40 40
No. 80 6
No. 200 2.1

Moisture Content (%): 2.2

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 3 @ 7.5'

SAMPLE LOCATION:            Sand - poorly graded (SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

3/4" 100
1/2" 100
3/8" 100
No. 4 98
No. 10 94
No. 40 53
No. 80 7
No. 200 3.7

Moisture Content (%): 2.2

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 3 @ 10'

SAMPLE LOCATION:            Silty Sand - (SM)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

No. 10 100
No. 40 92
No. 80 62
No. 200 19.6

Moisture Content (%): 7.5

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS

0

20

40

60

80

100

120

0.00 5.00 10.00 15.00 20.00 25.00 30.00 35.00 40.00
GRAIN SIZE (mm)

PE
R

C
EN

T 
PA

SS
IN

G
 (%

)



July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 3 @ 12.5'

SAMPLE LOCATION:            Silty Sand - (SM)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

3/8" 100
No. 4 100
No. 10 99
No. 40 89
No. 80 54
No. 200 37.8

Moisture Content (%): 13.8

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 3 @ 15'

SAMPLE LOCATION:            Sand - poorly graded (SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

No. 4 100
No. 10 98
No. 40 77
No. 80 15
No. 200 4.5

Moisture Content (%): 6.4

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 3 @ 17.5'

SAMPLE LOCATION:            Sand - poorly graded (SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

1/2" 100
3/8" 100
No. 4 97
No. 10 90
No. 40 32
No. 80 6
No. 200 2.3

Moisture Content (%): 2.6

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 3 @ 20'

SAMPLE LOCATION:            Sand - poorly graded (SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

1/2" 100
3/8" 100
No. 4 97
No. 10 41
No. 40 53
No. 80 8
No. 200 3.9

Moisture Content (%): 5.6

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 3 @ 22.5'

SAMPLE LOCATION:            Sand - poorly graded (SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

1/2" 100
3/8" 100
No. 4 99
No. 10 94
No. 40 44
No. 80 7
No. 200 3.3

Moisture Content (%): 3.8

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 4 @ 2.5'

SAMPLE LOCATION:            Sand - poorly graded (SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

1/2" 100
3/8" 98
No. 4 93
No. 10 83
No. 40 41
No. 80 6
No. 200 3.5

Moisture Content (%): 1.8

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 4 @ 5'

SAMPLE LOCATION:            Slightly SIlty Sand - poorly graded (SM-SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

1/2" 100
3/8" 95
No. 4 88
No. 10 78
No. 40 42
No. 80 16
No. 200 6.0

Moisture Content (%): 3

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 4 @ 7.5'

SAMPLE LOCATION:            Silty Sand - (SM)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

1/2" 100
3/8" 100
No. 4 100
No. 10 99
No. 40 87
No. 80 54
No. 200 22.2

Moisture Content (%): 3

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS

0

20

40

60

80

100

120

0.00 5.00 10.00 15.00 20.00 25.00 30.00 35.00 40.00
GRAIN SIZE (mm)

PE
R

C
EN

T 
PA

SS
IN

G
 (%

)



July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 4 @ 10'

SAMPLE LOCATION:            Silty Sand - (SM)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

1/2" 100
3/8" 99
No. 4 99
No. 10 98
No. 40 86
No. 80 42
No. 200 21.8

Moisture Content (%): 12.9

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 4 @ 15'

SAMPLE LOCATION:            Sand - poorly graded (SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

1/2" 100
3/8" 100
No. 4 94
No. 10 85
No. 40 52
No. 80 7
No. 200 3.7

Moisture Content (%): 3.9

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 4 @ 17.5'

SAMPLE LOCATION:            Slightly Silty Sand - poorly graded (SM-SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

1/2" 100
3/8" 100
No. 4 100
No. 10 99
No. 40 85
No. 80 17
No. 200 6.0

Moisture Content (%): 5.7

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 4 @ 20'

SAMPLE LOCATION:            Sand - poorly graded (SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

1/2" 100
3/8" 99
No. 4 98
No. 10 93
No. 40 45
No. 80 10
No. 200 4.8

Moisture Content (%): 4.2

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS

0

20

40

60

80

100

120

0.00 5.00 10.00 15.00 20.00 25.00 30.00 35.00 40.00
GRAIN SIZE (mm)

PE
R

C
EN

T 
PA

SS
IN

G
 (%

)



July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 4 @ 22.5'

SAMPLE LOCATION:            Sand - poorly graded (SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

1/2" 100
3/8" 100
No. 4 96
No. 10 88
No. 40 36
No. 80 7
No. 200 3.6

Moisture Content (%): 5.9

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 4 @ 25'

SAMPLE LOCATION:            Sand - poorly graded (SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

1/2" 100
3/8" 99
No. 4 96
No. 10 87
No. 40 26
No. 80 7
No. 200 4.0

Moisture Content (%): 7.4

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 5 @ 2.5'

SAMPLE LOCATION:            Silty Sand - (SM)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

1/2" 100
3/8" 100
No. 4 99
No. 10 97
No. 40 82
No. 80 59
No. 200 32.0

Moisture Content (%): 7.6

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 5 @ 5'

SAMPLE LOCATION:            Clayey Sand - (SC)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit 19
Plasticity Index: 8

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

1/2" 100
3/8" 99
No. 4 98
No. 10 97
No. 40 95
No. 80 86
No. 200 40.3

Moisture Content (%): 9.1

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 5 @ 7.5'

SAMPLE LOCATION:            Silty Sand - (SM)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

1/2" 100
3/8" 100
No. 4 99
No. 10 98
No. 40 88
No. 80 56
No. 200 38.4

Moisture Content (%): 14.7

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 5 @ 10'

SAMPLE LOCATION:            Slightly Silty Sand - poorly graded (SM-SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

1/2" 100
3/8" 100
No. 4 100
No. 10 99
No. 40 83
No. 80 24
No. 200 10.3

Moisture Content (%): 4.4

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 5 @ 12.5'

SAMPLE LOCATION:            Sand - poorly graded (SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

1/2" 100
3/8" 97
No. 4 93
No. 10 89
No. 40 53
No. 80 8
No. 200 3.5

Moisture Content (%): 4

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 5 @ 15'

SAMPLE LOCATION:            Sand - poorly graded (SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

3/4" 100
1/2" 99
3/8" 99
No. 4 91
No. 10 76
No. 40 30
No. 80 6
No. 200 3.1

Moisture Content (%): 4

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 5 @ 17.5'

SAMPLE LOCATION:            Sand - poorly graded (SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

3/4" 100
1/2" 100
3/8" 100
No. 4 99
No. 10 98
No. 40 64
No. 80 9
No. 200 3.6

Moisture Content (%): 4.5

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 5 @ 20'

SAMPLE LOCATION:            Slightly Silty Sand - poorly graded (SM-SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

No. 4 100
No. 10 99
No. 40 80
No. 80 12
No. 200 5.5

Moisture Content (%): 6.3

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 5 @ 22.5'

SAMPLE LOCATION:            Sand - poorly graded

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

3/4" 100
1/2" 100
3/8" 99
No. 4 94
No. 10 82
No. 40 23
No. 80 5
No. 200 2.7

Moisture Content (%): 4.6

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 5 @ 25'

SAMPLE LOCATION:            Sand - poorly graded

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

3/4" 100
1/2" 100
3/8" 99
No. 4 95
No. 10 83
No. 40 23
No. 80 7
No. 200 3.6

Moisture Content (%): 5.1

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 6 @ 2.5'

SAMPLE LOCATION:            Silty Sand - (SM)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

3/4" 100
1/2" 100
3/8" 99
No. 4 98
No. 10 93
No. 40 74
No. 80 41
No. 200 15.3

Moisture Content (%): 7.5

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 6 @ 5'

SAMPLE LOCATION:            Slightly Silty Sand - poorly graded (SM-SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

3/4" 100
1/2" 100
3/8" 100
No. 4 99
No. 10 95
No. 40 68
No. 80 10
No. 200 5.1

Moisture Content (%): 6.9

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 6 @ 7.5'

SAMPLE LOCATION:            Slightly Silty Sand - poorly graded (SM-SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

3/4" 100
1/2" 93
3/8" 93
No. 4 89
No. 10 84
No. 40 67
No. 80 44
No. 200 9.0

Moisture Content (%): 4.2

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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July 29, 2002

Department of the Army Project No. 6-20507
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: KAFB

SAMPLE LOCATION:            AH 6 @ 10'

SAMPLE LOCATION:            Silty Sand - (SM)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing

3/4" 100
1/2" 100
3/8" 99
No. 4 98
No. 10 98
No. 40 95
No. 80 80
No. 200 34.3

Moisture Content (%): 9.1

Respectfully Submitted:
GEO-TEST, INC.

Tim Byres, SET

Addressee:   (2)

GRADATION ANALYSIS
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